Red Green Blue

Gold: 0.93 0.88 0.38
Iridium: 0.26 0.28 0.26
Iron: 044 0435 0.43
Nickel: 0.50 0.47 0.36
Copper: 093 0.80 0.46
Platinum: 0.63  0.62 0.57
Silver: 0.97 097 0.96

Figure II1.19: Experimentally measured reflectances for perpendicularly inci-
dent light. Values based on [113].



